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" MATERIAL DESCRIPTION uscs AASHTO
® GREY TAN SL CLAYEY SILTY FINE TO COARSE SAND A-2-4(0)
Project'No.: 30725~-1-4791 Remarks:
Project: CLAYTON BYPASS OVER AUSTIN POND
® Location: SS-2
Date: 10-15-01
GRAIN SIZE DISTRIBUTION TEST REPORTv
LAW ENGINEERING AND ENVIRONMENTAL SERVICES Fig. No.: 1
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MATERIAL DESCRIPTION uscs AASHTO
® GREY CLAYEY SILTY FINE TO COARSE SAND A-4(0)
Project No.: 30725-1-4791 ‘Remorks:
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® Location: SS-10
Date: 10-15-01
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