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PROJECT REFERENCE NO. SHEET NO.
5 10 R-2552AA 80A
SOIL, TEST RESULTS
SAMPLE DEPTH AASHTO % BY WEIGHT % PASSING GVES) | % %
No. | OFFSET | STATION | porppvas, crass, | “| P4 TCSAND [ m.aaND| ST | LAY | 10 | 40 | 200 |MOISTURE| ORGANIC
S-60 7.3 LT 16 +60 0. 00- 1. 02 A-7-6(15) | 50| 221 10.7 26.3 24. 6 38. 4 100 96 68 - -
S6r [7.3(T | 1660 | 150250 | As(3 4318 [ 258 | 30.5 | 234 222 100 | 66 | 51 - -
S-62 7.3 LT 16 +60 6. 50-7. 10 A-6(2) 34| NP | 37.8 30.9 17. 2 14, 1 99 75 36 - -




