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SOIL TEST RESULTS

SAMPLE DEPTH AASHTO % BY WEIGHT % PASSING (SIEVES) | % %
yo, | OFFSET | STATION | (vrepyar, crass, | “H| Pl [CaAND [ 7.9aND| SHT | CLAY | 10 | 40 | 200 |MOISTURE| ORGANIC
S5 145 | S AT | 24720 | 0.60-1.05 |A7 6l /el [ €0 371259 [ .0 | 9.7 | 465 106 | 82 | 59 - -
S5-146 | 5 ART | 24e20 | 2. 12257 | A7-53 |46 12319 [ 2r. 1 | 20.6 | 202 To0 | 76 | 47 - -
SS- 147 3 RT 24 +20 3.65-4. 10 A-2-4(0) | 40 | 7 46. 5 27. 3 14, 1 12, 1 100 65 32 - -
S 146 | 3 ART | 24+20 | 465562 | Ao 4ol [ 33| NP 503 [ 258 | 3.7 | 127 96 | 60 | 30 - -




