izsis

PROJECT REFERENCE NO. SHEET NO.
R-2552AA 96A

SOIL TEST RESULTS

SAMPLE DEPTH AASHTO % BY WEIGHT % PASSING (SIVES) | % %
yo, | OFFSET | STATION | porppunr crass. | ““| P [CSAND|F.oaND| ST | CLAY | 10 | 40 | 200 |MOISTURE| ORGANIC

SS63 | Gl 77700 | 0.000.45 | Ao a0 | 5| AP 425 [ 326 | 0.7 | 141 68 74 29 - -

ss2ed | el 17700 | 106 151 a7 56521201312 179 1207 [ 302 94 | 74 | 51 - -

$3-265 CL 11+00 . 58- 3. 03 A-5(0) 46 17 |140.4 (22,1 | 21.3 16, 1 90 62 38 - -

1.
2.

S- 266 CL 10+40 0.90-1.30 |A-7-5(12) | 53| 16| 17.7 | 20.1 | 21.9 | 40.2 100 91 67 - -
3. 10

S-296 cL 10+40 -3.93 A-7-5(5) | 42| 111 24.5 | 25.6 | 21.7 | 28.2 100 87 55 - -
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