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NOTES (CONT.)

3'' • WEEP HOLES INDICATED TO BE IN ACCORDANCE WITH THE 

SPECIFICATIONS.

  

DIMENSIONS FOR WING LAYOUT AS WELL AS ADDITIONAL

REINFORCING STEEL EMBEDDED IN BARREL ARE SHOWN ON WING 

SHEET.

 

THE CONCRETE FOR THE PRECAST UNITS SHALL ATTAIN A

MINIMUM COMPRESSIVE STRENGTH AT 28 DAYS OF 5000 P.S.I. .

THE CONCRETE FOR THE HEADWALLS, WINGS AND END CURTAIN 

WALLS SHALL BE CLASS ``A'' CONCRETE AS PER THE STANDARD 

SPECIFICATIONS.

      

ALL PRECAST UNITS SHALL BE PLACED PRIOR TO POURING THE

WINGS, END CURTAIN WALLS AND HEADWALLS. THE EXTERIOR

PRECAST UNITS SHALL BE UNDERMINED TO PROVIDE FOR THE 

WING FOOTINGS TO BE POURED TO THE DEPTH AND DIMENSIONS 

AS SHOWN ON THIS PLAN SHEET.

 

FOUNDATION CONDITIONING MATERIAL SHALL HAVE A THICKNESS

OF AT LEAST 1'-0'' BELOW THE BOTTOM OF THE PRECAST UNITS.

THE MATERIAL SHALL BE FORMED AND SCREEDED TO THE PROPER

ELEVATION AT LEAST 1'-0" BEYOND THE SIDES OF THE PRECAST 

UNITS. 

 

THE PRECAST UNITS SHALL BE CAREFULLY POSITIONED ON THE

PREPARED FOUNDATION CONDITIONING MATERIAL, FEMALE END 

UPGRADE WITH THE MALE END FULLY INSERTED AND EACH JOINT 

CHECKED FOR ALIGNMENT PRIOR TO JACKING THE UNIT INTO 

PLACE. SATISFACTORY FITTING AND PROPER GRADE SHALL BE 

MAINTAINED AS THE WORK PROCEEDS.

 

WHEN ANY PRECAST UNIT IS DAMAGED DURING HANDLING, THE 

ENGINEER AT HIS DISCRETION SHALL REJECT THE UNIT AS 

BEING UNFIT FOR INSTALLATION AND THE CONTRACTOR SHALL

REMOVE SUCH REJECTED UNIT FROM THE PROJECT. MINOR

DAMAGE TO THE UNIT MAY BE REPAIRED BY THE CONTRACTOR

WHEN PERMITTED BY THE ENGINEER.

 

CARE SHALL BE TAKEN DURING BACKFILL AND COMPACTION

OPERATION TO MAINTAIN ALIGNMENT AND PREVENT DAMAGE TO

THE JOINTS.  UNITS WHICH BECOME MISALIGNED, SHOW

EXCESSIVE SETTLEMENT, OR HAVE OTHERWISE BEEN DAMAGED BY

THE CONTRACTOR'S OPERATION SHALL AT THE DISCRETION OF 

THE ENGINEER BE REMOVED AND REPLACED BY THE CONTRACTOR

AT NO COST TO THE DEPARTMENT OF TRANSPORTATION.

 

CONCRETE CHAMFERS ON EXTERIOR LONGITUDINAL EDGES OF THE

PRECAST UNITS MAY BE AS PER THE FABRICATORS

RECOMMENDATION, HOWEVER ALL WORKMANSHIP SHALL PROVIDE

CONCRETE COVER OVER THE WELDED WIRE FABRIC AS SPECIFIED

ON THE PLANS AND THE CONCRETE CHAMFERS CHOSEN SHALL IN

NO WAY FUNCTIONALLY LESSEN THE DESIGN SHOWN ON THE

PLANS.
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